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PROGRAM PARTICIPANT:

Company Name Boral Roofing LLC

Corporate Address
200 Mansell Court East, Suite 310
Roswell, Georgia  30076

Manufacturing Locations

Phoenix, Arizona, Corona, California,

French Camp, California, Rialto, California, Henderson, Colorado,

and Katy, Texas

Website  www.BoralRoof.com

Note:  The  participant posted on this Listing is in good‐standing in the Intertek Third‐Party Quality Assurance Program (formerly Architectural Testing Third‐Party Quality Assurance Program), which is approved by the Florida Department of Business & 
Professional Regulation in conjunction with the Florida State‐Wide Product Approval Program. The product(s) listed have been approved by the DBPR and are verified by Intertek‐ATI during unannounced site inspections.  This listing is not an endorsement or 
approval of the manufacturer or product(s) listed herein.
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PROGRAM PARTICIPANT:

Company Name Boral Roofing LLC

Effective Date October 20, 2016

Manufacturing Location
Phoenix Facility (formerly MonierLifetile)
1832 South 51st Avenue
Phoenix, Arizona  85043

Product Name
Profile
Rating

Saxony 900‐(Slate and Shake)
Flat
Class 4‐Tested to FM 4473

Note:  The  participant posted on this Listing is in good‐standing in the Intertek Third‐Party Quality Assurance Program (formerly Architectural Testing Third‐Party Quality Assurance Program), which is approved by the Florida Department of Business & Professional 
Regulation in conjunction with the Florida State‐Wide Product Approval Program. The product(s) listed have been approved by the DBPR and are verified by Intertek‐ATI during unannounced site inspections.  This listing is not an endorsement or approval of the 
manufacturer or product(s) listed herein.
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PROGRAM PARTICIPANT:

Company Name Boral Roofing LLC

Effective Date October 8, 2008

Manufacturing Location
Phoenix Facility (formerly MonierLifetile)
1832 South 51st Avenue
Phoenix, Arizona  85043

Product Name
Profile
Rating

Mission "S“
High
Class 3‐Tested to FM 4473

Note:  The  participant posted on this Listing is in good‐standing in the Intertek Third‐Party Quality Assurance Program (formerly Architectural Testing Third‐Party Quality Assurance Program), which is approved by the Florida Department of Business & Professional 
Regulation in conjunction with the Florida State‐Wide Product Approval Program. The product(s) listed have been approved by the DBPR and are verified by Intertek‐ATI during unannounced site inspections.  This listing is not an endorsement or approval of the 
manufacturer or product(s) listed herein.
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PROGRAM PARTICIPANT:

Company Name Boral Roofing LLC

Effective Date Product produced between October 8, 2008 – August 12, 2016.

Manufacturing Location
Phoenix Facility (formerly MonierLifetile)
1832 South 51st Avenue
Phoenix, Arizona  85043

Product Name
Profile
Rating

Saxony® Shake, Saxony® Slate, and Saxony® Country Slate
Flat
Class 3‐Tested to FM 4473

Note:  The  participant posted on this Listing is in good‐standing in the Intertek Third‐Party Quality Assurance Program (formerly Architectural Testing Third‐Party Quality Assurance Program), which is approved by the Florida Department of Business & Professional 
Regulation in conjunction with the Florida State‐Wide Product Approval Program. The product(s) listed have been approved by the DBPR and are verified by Intertek‐ATI during unannounced site inspections.  This listing is not an endorsement or approval of the 
manufacturer or product(s) listed herein.
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PROGRAM PARTICIPANT:

Company Name Boral Roofing LLC

Effective Date August 13, 2010

Manufacturing Location
Corona Facility (formerly U.S. Tile Company)
909 Railroad Street
Corona, California  92882

Product Name
Profile
Rating

1‐Piece "S" Tile 
High
Class 3‐Tested to FM 4473

Note:  The  participant posted on this Listing is in good‐standing in the Intertek Third‐Party Quality Assurance Program (formerly Architectural Testing Third‐Party Quality Assurance Program), which is approved by the Florida Department of Business & Professional 
Regulation in conjunction with the Florida State‐Wide Product Approval Program. The product(s) listed have been approved by the DBPR and are verified by Intertek‐ATI during unannounced site inspections.  This listing is not an endorsement or approval of the 
manufacturer or product(s) listed herein.
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PROGRAM PARTICIPANT:

Company Name Boral Roofing LLC

Effective Date Product produced between June 10, 2008 – April 8, 2015.

Manufacturing Location
Gilroy Facility – (Facility Closed)
6500 Brem Lane
Gilroy, California  95020

Product Name
Profile
Rating

Madera
Flat
Class 3‐Tested to FM 4473

Note:  The  participant posted on this Listing is in good‐standing in the Intertek Third‐Party Quality Assurance Program (formerly Architectural Testing Third‐Party Quality Assurance Program), which is approved by the Florida Department of Business & Professional 
Regulation in conjunction with the Florida State‐Wide Product Approval Program. The product(s) listed have been approved by the DBPR and are verified by Intertek‐ATI during unannounced site inspections.  This listing is not an endorsement or approval of the 
manufacturer or product(s) listed herein.
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PROGRAM PARTICIPANT:

Company Name Boral Roofing LLC

Effective Date September 16, 2008

Manufacturing Location
Rialto Facility (formerly MonierLifetile)
3511 North Riverside Avenue
Rialto, California  92377

Product Name
Profile
Rating

Barcelona
High
Class 3‐Tested to FM 4473

Note:  The  participant posted on this Listing is in good‐standing in the Intertek Third‐Party Quality Assurance Program (formerly Architectural Testing Third‐Party Quality Assurance Program), which is approved by the Florida Department of Business & Professional 
Regulation in conjunction with the Florida State‐Wide Product Approval Program. The product(s) listed have been approved by the DBPR and are verified by Intertek‐ATI during unannounced site inspections.  This listing is not an endorsement or approval of the 
manufacturer or product(s) listed herein.



INTERTEK
QUALITY ASSURANCE PROGRAM

9

PROGRAM PARTICIPANT:

Company Name Boral Roofing LLC

Effective Date July 17, 2008

Manufacturing Location
Henderson Facility (formerly MonierLifetile)
10121 Dallas Street
Henderson, Colorado  80640

Product Name
Profile
Rating

Saxony® Shake,  Saxony®  Slate, Saxony® Country Slate, and Saxony® Split Old English Thatch
Flat
Class 3‐Tested to FM 4473

Note:  The  participant posted on this Listing is in good‐standing in the Intertek Third‐Party Quality Assurance Program (formerly Architectural Testing Third‐Party Quality Assurance Program), which is approved by the Florida Department of Business & Professional 
Regulation in conjunction with the Florida State‐Wide Product Approval Program. The product(s) listed have been approved by the DBPR and are verified by Intertek‐ATI during unannounced site inspections.  This listing is not an endorsement or approval of the 
manufacturer or product(s) listed herein.
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PROGRAM PARTICIPANT:

Company Name Boral Roofing LLC

Effective Date July 17, 2008

Manufacturing Location
Henderson Facility (formerly MonierLifetile)
10121 Dallas Street
Henderson, Colorado  80640

Product Name
Profile
Rating

Villa 900
Medium
Class 3‐Tested to FM 4473

Note:  The  participant posted on this Listing is in good‐standing in the Intertek Third‐Party Quality Assurance Program (formerly Architectural Testing Third‐Party Quality Assurance Program), which is approved by the Florida Department of Business & Professional 
Regulation in conjunction with the Florida State‐Wide Product Approval Program. The product(s) listed have been approved by the DBPR and are verified by Intertek‐ATI during unannounced site inspections.  This listing is not an endorsement or approval of the 
manufacturer or product(s) listed herein.
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PROGRAM PARTICIPANT:

Company Name Boral Roofing LLC

Effective Date May 23, 2012

Manufacturing Location
Henderson Facility (formerly MonierLifetile)
10121 Dallas Street
Henderson, Colorado  80640

Product Name
Profile
Rating

Saxony® Slate Impact
Flat
Class 4‐Tested to FM 4473

Note:  The  participant posted on this Listing is in good‐standing in the Intertek Third‐Party Quality Assurance Program (formerly Architectural Testing Third‐Party Quality Assurance Program), which is approved by the Florida Department of Business & Professional 
Regulation in conjunction with the Florida State‐Wide Product Approval Program. The product(s) listed have been approved by the DBPR and are verified by Intertek‐ATI during unannounced site inspections.  This listing is not an endorsement or approval of the 
manufacturer or product(s) listed herein.
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PROGRAM PARTICIPANT:

Company Name Boral Roofing LLC

Effective Date April 25, 2011

Manufacturing Location
Katy Facility (formerly MonierLifetile)
30595 FM 529
Brookshire, Texas  77423

Product Name
Profile
Rating

Saxony® Shake, Saxony® Country Slate, and Saxony® Country Split Shake
Flat
Class 3‐Tested to FM 4473

Note:  The  participant posted on this Listing is in good‐standing in the Intertek Third‐Party Quality Assurance Program (formerly Architectural Testing Third‐Party Quality Assurance Program), which is approved by the Florida Department of Business & Professional 
Regulation in conjunction with the Florida State‐Wide Product Approval Program. The product(s) listed have been approved by the DBPR and are verified by Intertek‐ATI during unannounced site inspections.  This listing is not an endorsement or approval of the 
manufacturer or product(s) listed herein.
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PROGRAM PARTICIPANT:

Company Name Boral Roofing LLC

Effective Date July 15, 2008

Manufacturing Location
Katy Facility (formerly MonierLifetile)
30595 FM 529
Brookshire, Texas  77423

Product Name
Profile
Rating

Tejas Espana
High
Class 3‐Tested to FM 4473

Note:  The  participant posted on this Listing is in good‐standing in the Intertek Third‐Party Quality Assurance Program (formerly Architectural Testing Third‐Party Quality Assurance Program), which is approved by the Florida Department of Business & Professional 
Regulation in conjunction with the Florida State‐Wide Product Approval Program. The product(s) listed have been approved by the DBPR and are verified by Intertek‐ATI during unannounced site inspections.  This listing is not an endorsement or approval of the 
manufacturer or product(s) listed herein.
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PROGRAM PARTICIPANT:

Company Name Boral Roofing LLC

Effective Date April 9, 2012

Manufacturing Location
Katy Facility (formerly MonierLifetile)
30595 FM 529
Brookshire, Texas  77423

Product Name
Profile
Rating

Saxony® Country Slate Impact
Flat
Class 4‐Tested to FM 4473

Note:  The  participant posted on this Listing is in good‐standing in the Intertek Third‐Party Quality Assurance Program (formerly Architectural Testing Third‐Party Quality Assurance Program), which is approved by the Florida Department of Business & Professional 
Regulation in conjunction with the Florida State‐Wide Product Approval Program. The product(s) listed have been approved by the DBPR and are verified by Intertek‐ATI during unannounced site inspections.  This listing is not an endorsement or approval of the 
manufacturer or product(s) listed herein.
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PROGRAM PARTICIPANT:

Company Name Boral Roofing LLC

Effective Date June 21, 2013

Manufacturing Location
Katy Facility (formerly MonierLifetile)
30595 FM 529
Brookshire, Texas  77423

Product Name
Profile
Rating

Barcelona Impact
High
Class 4‐Tested to FM 4473

Note:  The  participant posted on this Listing is in good‐standing in the Intertek Third‐Party Quality Assurance Program (formerly Architectural Testing Third‐Party Quality Assurance Program), which is approved by the Florida Department of Business & Professional 
Regulation in conjunction with the Florida State‐Wide Product Approval Program. The product(s) listed have been approved by the DBPR and are verified by Intertek‐ATI during unannounced site inspections.  This listing is not an endorsement or approval of the 
manufacturer or product(s) listed herein.
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PROGRAM PARTICIPANT:

Company Name Boral Roofing LLC

Effective Date June 21, 2013

Manufacturing Location
Stockton Facility 
9508 South Harlan Road
French Camp, California  95231

Product Name
Profile
Rating

Madera 900
Flat
Class 3‐Tested to FM 4473

Note:  The  participant posted on this Listing is in good‐standing in the Intertek Third‐Party Quality Assurance Program (formerly Architectural Testing Third‐Party Quality Assurance Program), which is approved by the Florida Department of Business & Professional 
Regulation in conjunction with the Florida State‐Wide Product Approval Program. The product(s) listed have been approved by the DBPR and are verified by Intertek‐ATI during unannounced site inspections.  This listing is not an endorsement or approval of the 
manufacturer or product(s) listed herein.




